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Tests: 

Ordinal 

number1 
Test procedure / method name 

Test procedure / method 

identification 2 
Subject of the test 

Degrees of 

freedom3 

1 Determination of depth of cure  ČSN EN ISO 4049, cl. 7.10                                                              Polymer-based restorative 

materials, Class 2 

- 

2 Determination of depth of cure ČSN EN ISO 6874, cl. 6.6 Polymer-based pit and 

fissure sealants   

- 

3 Determination of water sorption 

and solubility 

ČSN EN ISO 4049, cl. 7.12 Polymer-based restorative 

materials 

- 

4 Determination of water sorption 

and solubility 

ČSN EN ISO 10477, cl. 7.7 Polymer-based crown and 

veneering materials  

- 

5 Determination of flexural 

strength 

ČSN EN ISO 4049, cl. 7.11 Polymer-based restorative 

materials 

- 

6 Determination of flexural 

strength 

ČSN EN ISO 9917-2, 

Annex C 

Dental water-based 

cements – Resin-modified 

cements 

- 

7 Determination of flexural 

strength 

ČSN EN ISO 10477, cl. 7.5 Polymer-based crown and 

veneering materials 

- 

8 Determination of compressive 

strength 

ČSN EN ISO 3107, cl. 7.3 

 

 

Dental zinc oxide/eugenol 

and zinc oxide/non-eugenol 

cements  

- 

9 Determination of compressive 

strength 

ČSN EN ISO 20749,  

cl. 6.7.7 

Pre-capsulated dental 

amalgam  

- 

10 Determination of compressive 

strength 

ČSN EN ISO 9917-1, 

Annex D 

Dental water-based 

cements - Powder/liquid 

acid-base cements 

- 

11 Determination of creep ČSN EN ISO 20749,  

cl. 6.7.5 

Pre-capsulated dental 

amalgam 

- 

12 Determination of bond strength ISO/TS 11405:2003 Dental materials - 

Adhesion systems 

- 

13 Check of reproduction of details 

and compatibility with gypsum 

ČSN EN ISO 21563, 

cl. 7.4, 7.5 

Hydrocolloid impression 

materials 

- 

14 Check of reproduction of details 

and compatibility with gypsum 

ČSN EN ISO 4823, cl. 7.4, 

7.6 

Dental elastomeric 

impression materials 

- 

15 Determination of working time 

and appearance 

IP No. 1 (Eames W.B., 

Skinner E.W.: A possible 

test for working time of 

dental amalgam. J. Dent. 

Res. 44, Spec. issue, 1965) 

ČSN EN ISO 20749, cl. 6.8 

Pre-capsulated dental 

amalgam 

- 

1 asterisk at the ordinal number identifies the tests, which the laboratory is qualified to carry out outside the permanent 

laboratory premises; the numerical index at the test ordinal number identifies the location carrying out the test (the 

identification of the locations is given on the first page of this document) 

2 if the document identifying the test procedure is dated, only these specific procedures are used. If the document 

identifying the test procedure is not dated, the latest edition of the specified procedure is used (including any changes) 

3 the laboratory does not apply a flexible approach to the scope of accreditation  


