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Tests: 

Ordinal 

number
1 

Test procedure/method name 
Test procedure/method 

identification2 
Tested object 

1 Salt spray corrosion test ČSN EN ISO 9227, NSS 

method 

ČSN EN ISO 10289 

Coatings of metallic 

and non-metallic parts 

2 Measurement of thickness by 

microscopic method 

ČSN EN ISO 1463 Coatings and surface 

layers of metallic and 

non-metallic parts 

1 asterisk at the ordinal number identifies the tests, which the Laboratory is qualified to carry out outside the 

permanent laboratory premises 

2 if the document identifying the test procedure is dated, only these specific procedures are used. If the 

document identifying the test procedure is not dated, the latest edition of the specified procedure is used 

(including any changes) 
 
 

 

 

 

 


